
Certificate of Analysis

Parameter Limit Values Result

Butyral Content(Polyvinyl Butyral) 83-93（%） 88.00 %

Solution Viscosity(5% solids in ethanol,25°C) 18-28（cP） 19.10 cP

Acetate Content, ( Polyvinyl Acetate) 0-2（%） 1.10 %

Volatile matter 0-5（%） 2.80 %

Molecular Weight* (MW) 90000-120000 100000.00

Glass Transition Temperature (Tg) 62-72（℃） 65.00 ℃
Hydroxyl Content(Expressed as Polyvinyl Alcohol) 11-13（%） 12.80 %

Appearance(S59693) White powder White powder
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