
Certificate of Analysis

Parameter Limit Values Result

Acetate Content, ( Polyvinyl Acetate) 0-2.5（%） 1.10 %

Solution Viscosity(7.5% solids in methanol,20°C) 170-260（cP） 188.80 cP

Glass Transition Temperature (Tg) 72-78（℃） 74.60 ℃
Molecular Weight* (MW) 170000-250000 170026.30

Volatile matter 0-3.5（%） 2.10 %

Hydroxyl Content(Expressed as Polyvinyl Alcohol) 17.5-20 18.30

Butyryl Content(Polyvinyl Butyral) 80%(approximate) 80%(approximate)

Appearance(S59694) White to Off-White Powder White to Off-White Powder
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